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Introduction: Chromates, even in very low concentrahons have been shown to increase the polarization
resistance of AA2024-T3 by a few orders of magmtude and hence are considered to be efficient inhibitors.
Chromate conversion coatings (CCC) or paints containing chromates have seIf—heaImg properties, which have
been associated with migration of these chromates to act|vely corroding sites**. Scratch and chromate migration
studies on aluminum have been performed using AFM*, Raman spectroscopy2 In this work we explore the
repassivation of a scratch on pure aluminum using Open Circuit Potential (OCP) measurements, Synchrotron
InfraRed MicroSpectroscopy (SIRMS).

Methods and Materials: Al (99.999%) was exposed to a 0.025 M solution of sodium dichromate
(Na,Cr,07.2H,0) for a period of 300 s. This is approximately the same individual concentration of dichromate and
time of treatment for a commercial conver5|on coating. This was then rinsed well in de-ionized water followed by
drying with nitrogen. The sample (1 cm ) was immediately exposed to a 0.05 M NaCl and the OCP was
monitored. During this time the sample was scratched and allowed to repassivate several times. A SIRMS
mapping was performed on the scratch using the U10B UV beamline at Brookhaven National Laboratory.

Results: The chemical mapping performed using SIRMS shows the qualitative presence of chromate and
aluminum oxide. Initial results obtained from the anaIyS|s are shown for dichromate and aluminum oxide. Figure 1
shows the mapping of dichromate ions (934 cm” , corresponding to point group of C,,, Handbook of Infrared and
Raman spectra, Vol. 3, p 139, ID 233) and for alummum oxide (724 cm™’, Handbook of Infrared and Raman
spectra, Vol. 4, p 208, ID 319). These form the most intense absorption frequen0|es for these two species. It can
be seen that migration of chromium occurs to the edge of the scratch. The aluminum oxide map shows very low
concentrations of aluminum oxide, if any, on the edge of the scratch. This can be explained due to the fact that
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aluminum oxide is
understood. However, it
should be realized that
these are qualitative
mapping indicating the
relative distribution of the
species in the mapped area. Analysis for the relative distributions of aluminum hydroxides and other chrom|um
species are under progress and will be included in the next report. The duplex model put forward last year
predicts the formation of a Al (ll1)-Cr(VI) complex in the pits and this shall be verified following the completion of
the analysis of data obtained from NSLS.

Conclusions: These studies indicate the migration of hexavalent chromium from coatings to actively
corroding sites. These results also confirm the self-healing properties of chromate conversion coatings.
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Figure 1. The chemical mapping shows the qualitative presence of chromate and
aluminum oxide.
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